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Analytical Report
Element Concentration Element Concentration
[ ppm wi | [ ppm wt ]
Li < 0.001 Ag <0.001
Be < 0.001 Cd <001
B < 0.005 In <0005
C - Sn <0.01
F < 0.005 Sh < 0005
Na < 0.005 Te <001
Mg < (0.001 | < 0.001
Al < 0.001 Cs < 0.001
Si < ().005 Ba = 0.001
2 < 0.001 La < 0.001
S < 0.005 Ce <0.001
Cl < 0.01 Pr < 0.001
K < 0.005 Nd < 0.001
Ca < 0.005 Sm < 0.001
SC < 0.001 Eu < 0.001
Ti < 0.001 Gd < 0.001
v < 0.005 Th <0.001
Cr < 0.005 Dy < 0.001
Mn < 0.001 Ho < 0.001
Fe < 0.005 Er < 0.001
Cie < 0.001 Tm <0.001
Ni < (0.001 Yb < 0.001
Cu < 0.005 |' Lu < 0.001
Zn < 0.005 Hf <0.002
Ga <0.001 | Ta >
Ge <0.005 | W < 0.005
As <0.001 | Re <0.001
Se < 0.01 Os < 0.001
Br < 0.005 Ir <0.001
Rb < 0.001 Pt < 0.005
Sr < (0.001 Au <0.5
Y < 0.001 I Hg Matrix
Zr < 0.001 I Tl <05
Nb < 0.001 |}‘ Pb < 0.005
Mo < 0.005 Bi < 0.002
Ru < 0.005 Th < 0.001
Rh < 0.005 U < (.01
Pd < 0.005

Revision 2- Ta and C electrodes

Please consult the SDS for further information.

BW Guarantees only that the product describe herein meets the specifications outlined in this document. All Transactions involving this product are governed by BW's
standard terms and conditions. This Certificate of Analysis (COA) does not include any additional information, guarantees, or warranties, whether express or implied

beyond those explicitly stated.





